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Room-temperature violet luminescence
and ultraviolet photodetection of Sb-doped
ZnO/Al-doped ZnO homojunction array
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Abstract

A Sb-doped ZnO microrod array was fabricated on an Al-doped ZnO thin film by electrodeposition. Strong violet
luminescence, originated from free electron-to-acceptor level transitions, was identified by temperature-dependent
photoluminescence measurements. This acceptor-related transition was attributed to substitution of Sb dopants for
Zn sites, instead of O sites, to form a complex with two Zn vacancies (VZn), the SbZn-2VZn complex. This SbZn-2VZn
complex has a lower formation energy and acts as a shallow acceptor which can induce the observed strong violet
luminescence. The photoresponsivity of our ZnO p-n homojunction device under a negative bias demonstrated a
nearly 40-fold current gain, illustrating that our device is potentially an excellent candidate for photodetector
applications in the ultraviolet wavelength region.
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Background
ZnO has gained considerable attention as a material for
short-wavelength optoelectronic devices, such as light-
emitting diodes [1], photodetectors [2], and laser diodes
[3], because of its large bandgap (3.37 eV) and exciton
binding energy (60 meV) [4,5]. As-grown ZnO is usually
an n-type semiconductor because of the existence of
oxygen vacancies. To enhance n-type conduction, Ga,
In, or Sn can be used as extrinsic dopants. While n-doped
ZnO can be readily prepared, it should be noted that
p-type doping is essential for functional device appli-
cations based on ZnO. The p-type doping of ZnO is
made using group V elements such as N, P, As, and Sb as
dopants. Compared with n-type ZnO, the p-type ZnO is
rather difficult to prepare due to the electronegative O 2p
character of valence band maxima and the presence of
n-type intrinsic defects, oxygen and Zn interstitial [6].
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p-type ZnO-based nanostructure remains a challen-
ging task.
The growth of ZnO nanorod arrays has been reported

using different growth methods such as pulsed laser
deposition [7], thermal evaporation [8], metal-organic
vapor-phase epitaxy [9], physical vapor deposition into
porous anodic aluminum templates [10], or template-
assisted vapor-liquid-solid and hydrothermal synthesis
[11]. Recently, it was reported that ZnO nanocolumns
can be grown by a low-temperature solution method
[12], and arrays of vertical ZnO nanorods and nanowires
grown by electrodeposition using anodic alumina [13] or
polycarbonate porous membranes as templates have also
been reported [14].
In this study, a Sb-doped ZnO microrod array was suc-

cessfully grown on an Al-doped n-type ZnO thin film by
electrodeposition. Strong violet luminescence, originated
from free electron-to-acceptor level transitions, was iden-
tified by temperature-dependent photoluminescence mea-
surements. This acceptor-related transition was attributed
to substitution of Sb dopants for Zn sites, instead of O
sites, to form a complex with two Zn vacancies (VZn), the
SbZn-2VZn complex. This SbZn-2VZn complex has a
lower formation energy and acts as a shallow acceptor
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Figure 1 SEM image of the Sb-doped ZnO microrod array. The
length of the scale bar is 50 μm.
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Figure 2 XPS (a) and EDS (b) spectra of the Sb-doped ZnO
microrod array (in bold). The black curve shows the XPS spectrum
in (a) while color curves display the contributions from Sb and O.
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which can induce a strong violet luminescence. ZnO
homojunction diode made with Sb-doped ZnO and
Al-doped ZnO exhibits the expected p-n diode char-
acteristic on the current-voltage (I-V) measurement
and confirms that the Sb-doped ZnO microrod array
is p-type and can be fabricated successfully using the
electrodeposition method. Finally, the photoresponse
of the ZnO p-n diode operating at an increased
reverse bias shows a good optical response and high
photocurrent gain, indicating that it can be a good
candidate for use as an ultraviolet photodetector.

Methods
A Sb-doped ZnO microrod array was electrodeposited
on a patterned Al-doped n-type ZnO thin film at 98°C
for 1 h [15]. The array pattern was fabricated on the
ZnO thin film by optical lithography method. The reac-
tion solution for the growth of the microrod array was a
mixture of 0.05 M zinc nitrate (Zn(NO3)2·6H2O), 0.05 M
hexamethylenetetramine (C6H12N4), and 0.05 g antim-
ony acetate (Sb(CH3COO)3). The conditions for electro-
deposition were optimized at I = 10 mA and V = 3.1 V.
Ohmic contacts on the n-type ZnO thin film and on the
Sb-doped ZnO microrod array were fabricated by depos-
iting aluminum and gold antimony (AuSb), respectively,
for the electrical characterization. The surface morph-
ology and the crystalline structure of the sample were
examined using a scanning electron microscope (SEM;
HITACHI S-2400, Chiyoda-ku, Japan) and by X-ray
diffraction (XRD; PANalytical X'Pert PRO, Almelo,
The Netherlands), respectively. The chemical and
elemental identification on the surface was carried
out by X-ray photoelectron spectroscopy (XPS). A
He-Cd laser at the wavelength of 325 nm was used
for the photoluminescence (PL) measurement. Keithley
236 and 4200-SCS (Cleveland, OH, USA) were used for
the characteristic I-V measurement. To study the photo-
response of our ZnO homojunction device, we employed
a xenon arc lamp (LHX150 08002, Glasgow, UK) as a
variable-wavelength light source. The monochromatic
light was selected using an iHR-320 monochromator
(HORIBA Scientific, Albany, NY, USA) and irradiated on
the sample. The beam line of 365 nm was selected in the
photocurrent measurement.

Results and discussion
Figure 1 shows the SEM image of the Sb-doped ZnO
microrod array on the n-type Al-doped ZnO substrate.
From the figure, we estimate that the diameter of the
ZnO microrod is about 10 μm. We can also see from
this figure that the sizes of the microrods are quite uni-
form. Figure 2a shows the results of the XPS measure-
ment of the Sb-doped ZnO microrod array indicated by
the black curve. The peaks centered at 531.80 eV
(indicated by the blue curve fit) and 540.44 eV (indicated
by the red curve fit) are attributed to the binding ener-
gies of Sb3d5/2 and Sb3d3/2, which indicate the successful
integration of Sb into the ZnO microrod array. The peak
at 532.15 eV (indicated by the green curve fit) is
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Figure 4 PL measurements of Sb-doped ZnO microrod array
(red) and intrinsic ZnO microrod array (black). The inset shows a
photo taken on the Sb-doped ZnO microrod array and a zoom-in
showing violet luminescence.
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attributed to O 1s, which mainly comes from oxygen ab-
sorption such as H2O, C-O, or HO- [16]. To further
study the doping concentration of Sb atoms of our de-
vice, we have performed energy-dispersive X-ray spec-
troscopy (EDS) analysis. The measurement result
presented in Figure 2b shows that the Sb concentration
in the p-type ZnO is approximately 0.35%. The EDS and
XPS measurements indicate clearly that antimony is in-
corporated into the ZnO microrods with our growth
method.
In order to provide further studies of the Sb-doped

ZnO microrod array, we have performed XRD measure-
ments on intrinsic ZnO and Sb-doped ZnO which are
shown in Figure 3. We can see in this figure that the
peak of intrinsic ZnO is at 34.98° and the peak of
Sb-doped ZnO is at 34.70°, which is shifted 0.28° to
the left of the intrinsic peak. This peak shift can be
attributed to the replacement of a Zn atom by the
antimony atom introduced into the ZnO microrod
array during electrodeposition and thus changes the
average lattice constant [17].
We now turn our attention to the main finding of this

paper. Figure 4 shows the PL spectra of the intrinsic
ZnO and Sb-doped ZnO microrod arrays at room
temperature. The intrinsic ZnO microrod array has a
peak at 380 nm, corresponding to the near-band-edge
peak and can be attributed to the exciton-related emis-
sion in ZnO. For the Sb-doped ZnO, we found that the
PL peak shifts from the ultraviolet (380 nm) to the violet
(395 nm) region of the light spectrum [18]. It is worth
noting here that the yellow band that is associated with
the oxygen-related defect band which shows up in the
PL spectrum in the intrinsic ZnO is absent in the
Sb-doped ZnO microrod array. These results suggest
that the Sb-doped ZnO microrod array has a better
θ (degree)

Figure 3 XRD data of Sb-doped ZnO and intrinsic ZnO
microrod arrays.
crystalline quality. It has lower oxygen deficiencies or
part of oxygen vacancies were substituted by antim-
ony atoms; therefore, the defect band emission was re-
duced. Most importantly, the photo taken on the ZnO
homojunction device, as shown in the inset of Figure 4,
shows violet luminescence at room temperature. A zoom-
in of the photo clearly shows the strong luminescence of
our ZnO homojunction device.
Figure 5 shows the temperature-dependent PL spectra

of the Sb-doped ZnO microrod array from T = 30 K to
T = 300 K. The red shift of the PL peak along with
increasing temperature can be described by the Varshni
equation [19]:

E Tð Þ ¼ E 0ð Þ−αT 2= βþ Tð Þ; ð1Þ
where E(0) is the transition energy of the free exciton or
the free electron-to-acceptor level (FA) transition at zero
temperature, and α and β are constants. The result of
the fitting curve is shown in the inset of Figure 5 with α =
7.8 × 10−4 eV/K, β = 510 K, and E(0) = 3.322 eV. More-
over, the peak of the photoluminescence can be attributed
to the free electron-to-acceptor level transition [16,20].
The acceptor binding energy is given by

EA ¼ Eg−ED−EDAP þ e2

4πεε0r
; ð2Þ

where Eg, E_D, E_A, ε_0, ε, and r are the bandgap energy,
the donor binding energy, the acceptor binding energy,
the permittivity of ZnO in vacuum, the dielectric constant
of ZnO, and the distance of the electron-hole pair, respect-
ively. The donor energy ED is reported to be about 60

meV, the value of e2
4πεε0r

is 30 to 60 meV, and the bandgap

of ZnO is 3.437 eV; therefore, the estimated EA is 161 ±
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Figure 5 Temperature-dependent PL spectra of the Sb-doped ZnO microrod array. From top to bottom: T = 30, 45, 60, 75, 90, 105, 120,
135, 150, 180, 210, 240, 270, and 300 K, respectively. The peaks centered at around 2.8 eV are laser background signals. The inset shows the PL
peak positions in energy as a function of temperature of the Sb-doped ZnO microrod array. The squares are experimental data of the FA
emission, and the red line is the fitting curve to the Varshni equation.
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15 meV [21]. Strong violet luminescence at room
temperature was revealed in this work. This particular
phenomenon was induced by replacement of the Zn sites,
instead of the O ones, with Sb atoms (Sb_Zn) to form a
complex with two V_Zn, which is the Sb_Zn-2V_Zn com-
plex. This Sb_Zn-2V_Zn complex has a lower formation
energy and acts as a shallow acceptor; therefore, strong
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Figure 6 I-V measurement of the ZnO homojunction device. The inset
homojunction device.
violet luminescence was induced as shown in Figure 5.
From the room-temperature PL spectra shown in Figure 4,
an estimation of the activation energy of 140 meV for Sb-
doped ZnO was obtained. This value is in good agreement
with the theoretical ionization energy of the Sb_Zn-2V_Zn
complex acceptors [21]. The particular phenomenon has a
potential application in violet light emission.
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shows characterization of the ohmic contacts for the ZnO
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Figure 8 Photoresponsivity as a function of wavelength of the
incident light at different reverse biases.
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The I-V measurement of the ZnO homojunction
device is shown in Figure 6. Ohmic contacts for each de-
vice were assured by the linear I-V relations shown in
the inset of Figure 6. Therefore, the observed non-linear
I-V characteristics as shown in Figure 6 must be due to
the device rather than non-ideal electrical contacts. As
shown in Figure 6, from the linear fit in the high-bias
region (in red dashed line) [22], we can estimate the
turn-on voltage of our ZnO homojunction device to be
about 2.6 V, and the rectifying ratio is 24 at a voltage of
3 V. The revealed p-n junction-like I-V characteristic
also demonstrates the successful integration of Sb in
the ZnO microrod array. Figure 7 shows the mea-
sured photocurrent at various biases. At a reverse bias
of −3 V, the reverse currents are 990 and 25 μA with
and without the illumination of ultraviolet light, re-
spectively. A nearly 40-fold current gain was demon-
strated on this device.
Finally, the photoresponsivity of the ZnO homojunction

device is shown in Figure 8. At a wavelength shorter than
380 nm, the ZnO homojunction device behaves like a
photodetector when a negative voltage between −1 and −3
V was applied. The responsivity of the ZnO p-n diode
increases when more negative voltage was applied. Our
results therefore suggest that the ZnO homojunction de-
vice has an application in photodetectors in the ultraviolet
region [23,24].

Conclusions
In this work, a high-quality Sb-doped ZnO microrod
array was synthesized by electrodeposition. In Sb-doped
ZnO, the shift of the XRD peak from that of the intrinsic
ZnO was attributed to the increase of the lattice con-
stant due to the replacement of a Zn atom by the Sb
atom. In the case of the Sb-doped ZnO microrod array,
the PL measurement indicated an acceptor-related
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Figure 7 Photocurrent measurement of the ZnO
homojunction device.
photoemission. Strong violet luminescence at room
temperature was observed since the Sb dopants would
substitute Zn sites, instead of O sites, (SbZn) to form a
complex with two VZn, which is the SbZn-2VZn complex.
This SbZn-2VZn complex has lower formation energy
and acts as a shallow acceptor, which can induce a
strong violet luminescence. In the I-V measurement, the
diode-like behavior of the ZnO homojunction device
indicated the successful integration of antimony atoms
by electrodeposition. The nearly 40-fold current gain of
the photoresponsivity of the ZnO homojunction device,
acting like a p-n diode, indicates a potential application
in photodetectors operating at the ultraviolet wavelength
region.
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